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This article applies to a one-of-its-kind case of the cracking of the main shaft of a hoist-
ing machine that occurred in the southern section of the R-II shaft of KGHM Polska
Miedź S.A. Oddział ZG “Rudna” in 2011. The mining shaft hoists installed in the R-II
shaft are not only the basic extraction equipment in the Rudna mine but also throughout
KGHM. The unscheduled standstill cases of these hoists generate huge losses for
the mine. These reasons resulted in the necessity for the ad hoc repair of the damaged
shaft and operational use of the hoist until a new shaft is completed and delivered.
The article describes the works related to the preparation and execution of the repair of
the shaft as well as the tests that were performed. The last stage was the preparation
of the operational conditions of the shaft of the machine with the repaired shaft
with limited kinematic parameters and under strict supervision until the execution of the
new shaft.
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The mining shaft hoists installed in the R-II shaft
are intended for extracting excavated material in
skips with a capacity of 33 Mg. After thirty years of
intense operational use (since 1974), their compre-
hensive modernization was ordered. The hoisting
machine in the southern section (S) of the R-II shaft
was modernized in January of 2004, and the hoisting
machine in the northern section (N) of the R-II was
modernized in May of 2006. The modernization con-
sisted of replacingthe mechanical part of the ma-
chines; that is, the main shaft, hoist drum, bearings,
and brake system along with the control elements.

The machine is ready for automatic control and for
manual control by the hoisting operator.

The characteristic data of the hoisting machine de-
clared in the documentation is as follows:

– hoist drum diameter 5500 mm,
– nominal diameter of hoist ropes 50–54 mm,
– number of hoist ropes 4,

– maximum static overweight 350 kN,
– maximum static force

in the four hoist ropes 1200 kN,
– shearing force of the four

hoist ropes 4 · 2130 kN,
– maximum speed of excavated

material pulling 20 m/s.

The hoist drum of the hoisting machine is set on the
main shaft supported by two rolling bearings on both
sides of the hoist drum. The bearings are lubricated
with oil (under pressure) in a closed system. On both
of the free ends of the shaft, the rotors of the driving
motors are set. The driving system of the hoisting
machine consists of two separately excited PW-106
direct current motors with 3600 kW of power each
and powered from DCA 600 series thyristor converters.

The break consists of four break bands with sixteen
pairs of actuators (four in each band), and the control
and power supply unit are composed of two hydraulic
units (one of which is the reserve). The bearings of
the main shaft, break bands, stators of the driving
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motors, and equipment for machining the rope grooves
are set on the steel hoist tower structure.

This machine in the mechanical part consists of
a main shaft set on two rolling bearings, a hoist drum
ready for cooperation with four load-bearing hoist
ropes, a break acting on two brake discs composed of
four bands withfour installed pairs of hydraulically
restored brake actuators controlled with a double-
unit control and power supply set, two driving mo-
tors, and equipment for machining the rope grooves.

The pulse transmitters connected to the main shaft
are used to supervise and control the operation of
the machine; i.e.:

– a pulse generator installed on one side of the shaft,
– a tach generator with a pulse generator are set on

the other side of the shaft.

The pulse generator driven from the axle of the
shaft rope roller pulleys is used to control the travel
of the vessels of the shaft hoist.

Both hydraulic units of the control and power sup-
ply unit of the break are located at the level of the
hoisting machine. Figure 1 presents the view of the ma-
chine in the (S) section after modernization.

Fig. 1. View ofhoisting machine in section (S)
of R-II shaft after modernization in 2004 [1]

On April 17, 2011, the operators of the hoist no-
ticed damage in the shaft of the hoisting machine in
the southern section in the area of the passage of the
shaft in the flange used to connect with the hoist
drum on the eastern side.

A crack as well as chips of the material in some
places were visible along about half of the circumfer-
ence of the shaft. The nature of the damage indicated
fatigue crack (Figs. 2 and 3).

Due to the possibility of accessing the place of
the damage only from the side of the shaft bearing
(eastern), an accurate assessment of the damage was

possible only after dismantling the hoist drum and
completing specialized inspections with visual and mag-
netic particle methods. These inspections were done
on April 17, 2011, by an expert from Autorytet Spół-
ka z o.o. [2]

Fig. 2. Cracks in circumference with crushing [1]

Fig. 3. Cracks oncircumference andradial cracks [1]

On the basis of the inspections, Figure 4 was drawn
up with the discovered damages marked.

Fig. 4. Side disc of hoist drum of hoisting machine
in southern section (eastern side)

with cracks marked (red) [2]
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The inspection resulted in the following conclu-
sions:

– a crack on the circumference ~ 1000 mm long in
the axial direction (in parallel to the axle of the
shaft) through the material,

– a crack with some crushing of the material ~ 460 mm
long in the axial direction through the material,

– two radial cracks (perpendicular to the axle of
the shaft) from the circumference ~ 100 mm long
and ~ 60 mm between the Bolts 1 and 2.

The found damages did not allow for the further
operational use of the hoisting machine. The conse-
quence of the above inspections was the decision of
the Director of the Mining Office to the Power and
Mechanical Equipment Test Inspections to stop the
operation of the mining plant in the part related to
the mining shaft hoist installed in the southern sec-
tion of the R-II shaft O/ZG Rudna [3].
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The decision was made to repair the cracked shaft
by welding in accordance with the technology devel-
oped by the Institute of Welding in Gliwice and
agreed with by ZG Rudna [4]. Due to the vast loss of
the material of the flange, the preparation of a weld
groove was necessary; that is, the execution of the ap-
propriate undercuts (geometry) of the connected ele-
ments (Fig. 5). After the appropriate preparation of
the edges of the weld groove, penetration tests were
conducted (to detect any cracks).

Fig. 5. The repair. Preparation of weld groove
with view on depth of flange and size of crack [1]

The area around the site of the repair was isolated
and then heated up to a temperature of ca. 100°C
with an electric heating unit and heating mats ata rate

of about 25°C/h. After stabilizing the temperature on
the shaft and the flange, the welding work was started
while at the same time continuously recording the
temperature of the elements neighboring the site of
the welding (Fig. 6). Special attention was paid to
maintaining the difference of the temperatures of the
elements of the bearing supporting the shaft within
the proper range [5–7].

Fig. 6. Area around place of welding was isolated and
then heated up with electric heating unit and heating

mats. Heating speed was about 25°C/h [1]

To protect the rolling bearing against possible
damage as a result of thermal expansion, the bearing
case was heated up so that the temperature differ-
ence between the internal and external races would
not exceed 15°C.

Due to the fact that the material of the shaft is
made of steel with highly difficult weldability (as well
as considering the scope of the damage), the welding
process was done in two stages. First, the buffer layer
was done on the side of the shaft and of the flange.
Then, the surface of the buffer layer was properly
smoothened by grinding, and the weld groove was
started in accordance with the prepared instruction
(Fig. 7). Figure 8 presents a view of the part of the
shaft in the area of the crack after applying the buffer
layer.

The next stage was connecting the flange to the
shaft (closing the weld). An ENiCrFe-3 wire was used
as a binder according to AWS A 5.11. After connect-
ing the flange with the shaft, the whole weld groove was
filled in along with the machining allowance (Fig. 9).

In each stage of the welding work, penetration
tests were executed. If cracks were detected, the ma-
terial was ground to remove them, with the welding
work being continued only afterwards. The additional
materials used for the welding were selected so as to
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enable the execution of the weld of the difficult-
-for-welding shaft material and obtain the properties
of the weld deposit as close to the properties of the
native material of the shaft as possible. The welding
work related to the repair of the shaft was executed
uninterruptedly (day and night) for about a week.

Fig. 7. Order of execution of welding work:
buffer layer and filler layer [4]

Fig. 8. View of shaft after applying buffer layer [1]

Fig. 9. Machining of shaft after welding
to render proper curvature radius for part of shaft [1]
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After the repair, an inspection of the machine
shaft was conducted in order to confirm the readi-
ness of the repaired shaft for further operational use.
The inspection was executed by experts from Auto-
rytet Spółka z o.o. [8, 9] (a non-destructive inspec-
tion of the shaft) and by employees of the Rope Trans-
port Department (Katedra Transportu Linowego) of
AGH University of Science and Technology in Kra-
kow (the stress tests), among others. The extensomet-
ric tests of the stresses executed by KTL-AGH Uni-
versity of Science and Technology in the cylindrical
part of the shaft and in the flange connecting it to the
hoist drum as well as the thermovision tests of the re-
paired part of the shaft were to confirm the lack of
stress accumulation in the part of the shaft where the
repair was done.

The purpose of the performed measurements of
temperature distribution in the machine shaft in the
area of the passage to the flange used to connect
the shaft to the hoist drum [10] was to determine any
changes in the temperature in this spot. An FLIR
P660 thermovision camera with a tripod was used for
the inspection. The recorded results of the inspection
were compared with the results recorded for the same
machine on October 23, 2010; that is, before the
breakdown [11]. Figure 10 shows the sample thermo-
gram of the part of the drive shaft and of the disk of
the drive wheel.

Fig. 10. Thermogram of part of drive shaft
and of disk of drive wheel from

southeastern side (“rain” pallet) [10]

The thermovision measurements showed a lack of
significant temperature differences of the analyzed
driving structure (the shaft – the hoist drum). No major
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differences were recorded against the measurements
before the breakdown. The average temperatures of
the shaft in both measurements differed due to the
differences in the ambient temperature during the mea-
surements. For this reason, the differences in the tem-
peratures were more important at the passage from
the cylinder part of the shaft to the flange to the con-
nection with the hoist drum. The temperature differ-
ence was about 5.3°C. One should remember that the
measurements could be burdened with measurement
uncertainty resulting from the different emissivity
factors for the different examined structures, flow of
warm and cold masses of air forced by the fans of the
motors, vibrations of the tower that may have nega-
tively affected the thermovision camera, effect of the
reflection of radiation from other sources of heat, etc.

Both extensometric and thermovision inspections
showed the lack of a clear increase in the concentra-
tion of local stresses (the notch effect) in the exam-
ined area of the shaft after its repair.
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After finding that the shaft after the repair did not
show clear defects, documentation of the parameters
of operation of the machine with the repaired shaft
was started until the time of execution of the new
shaft.

The shaft was made of E335 steel with the follow-
ing values of strength properties:

– yield point Rel = 280 N/mm2,
– temporary tensile strength Rm = 590 N/mm2,
– limit substitute allowed stress

taking into consideration
permanent fatigue strength Rlimit = 50 N/mm2.

The damage of the cross section was found in the
place of the base of the eastern flange of the shaft,
with the two halves of the side disk of the hoist drum
fixed with three rows of bolts. In the strength calcula-
tions of the shaft [12], it is the cross section with
the diameter of φ685 mm with the following coeffi-
cients: bending strength Wg = 31,555,249 mm3; tor-
sion strength Ws = 63,110,498 mm3. The maximum
calculated accident stresses for the given case of load
are as follows (respectively):

– normal load σe = 30.87 /mm2,
– exceptional load σe = 179.96 /mm2.

It was assumed, however, that the completed re-
pair of the damaged cross section of the shaft can-
cause a decrease in the general load capacity of the
shaft of an estimated value of ca. 30�. Therefore,
the reduction of the technical parameters of the oper-
ation of the hoisting machine after the repair was
proposed up to the following values:

– actual usable mass 25,000 kg,
– extraction speed 12 m/s,
– travel acceleration and delay 0.5 m/s2.

For such assumed parameters, the strength calcu-
lations of the shaft were done, achieving the following
maximum calculated accident stresses for normal
load σe = 21.20 N/mm2. Exceptional load causes stress
of an unchanged value against the condition before
the repair. The reduction of the values of the opera-
tional parameters of the machine will cause the
reduction of stress in the repaired cross section by
9.67 N/mm2; i.e., by 31.32�. The limitations of the
travel parameters of the hoisting machine (in particu-
lar, acceleration and delay to a value of 0.5 m/s2) will
cause a major limitation in the value of the dynamic
moment, which is decisive for the fatigue process of
the structural elements of the machine.

The strength analysis of the shaft submitted by the
producer of the shaft, drafted up with the finite ele-
ment method (FEM) with the assumed operational
parameters of the hoisting machine after the repair of
the shaft also showed the acceptable level of stresses,
confirming the results of the traditional strength cal-
culations. The reduced values of the proposed opera-
tional parameters after the repair of the shaft result-
ed in ca. 40� reduction in the maximum value of
the moment from the overweight in the condition
of acceleration of the travel of the machine; i.e., from
1766 kNm to 1046 kNm. It was the significant reduc-
tion of the load with the moment of the flange of the
shaft in the situation when the load-bearing cross sec-
tion of the base of the flange of the shaft was dam-
aged. The consequence of the reduction of the opera-
tional parameters of the hoisting machine also came
in the form of an increase in the strength excess of the
connection of the flange of the shaft with the side disk
of the hoist drum from a value of 5.62 to 9.49.

It was found that the repair had not caused the
material notch that may develop in the case of a sig-
nificant difference in the hardness in a small area of
the element. It is another premise proving that, after
the repair and limitation of the load, the further oper-
ational use of the shaft is possible.
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Considering:

– the assessment of correctness of the technology
and execution of the repair of the shaft;

– the estimated assessment of load-bearing capacity
of the executed connection;

– the results of the classic strength calculations of
the shaft;

– the strength analysis of the shaft provided with the
FEM method.

In reference to the above considerations, the deci-
sion was made on allowing for the time-limited (up to
six months after the time of repair) operational use of
the hoisting machine with limited travel parameters
until the execution of the new shaft. The internal
cross section of the base of the flange of the shaft
(where the crack probably started) was invisible from
the inside of the hoist drum, as it was covered by the
(eastern) side disc of the hoist drum. For this reason,
after arrangement with the designer of the shaft, for
the inspection of this cross section, three openings
were executed in each half of the side disk of the hoist
drum to enable a visual or technical inspection of this
cross section. The visual inspection of the cross sec-
tion of the base of the flange of the shaft from the
eastern bearing side was fully possible all the time.
Due to the accessibility, this cross section could be
inspected with the available technical methods.

Control arrangements:

– continuous visual inspection of a properly pre-
pared employee of the area of the shaft of the
hoisting machine between the case of the east-
ern bearing and the flange of the shaft was rec-
ommended; this inspection was important due
to the fact that the operators do not have visual
contact with the machines in the tower of the R-II
shaft;

– after each shift, visual inspection of the repaired
cross section should be done by entering the inte-
rior of the hoist drum through the openings and
providing good lighting; the inspection should
also cover the western flange of the shaft;

– in the first three weeks of the operation of the
machine after the repair, inspections should be
done as often as possible, minimum after each
shift, as well as during the technological stopping
of the hoisting machine;

– after three weeks of operation of the machine,
the inspections of the repaired cross section
should be conducted once per shift;

– the revisions of the area of the repaired shaft
should be conducted following the effective regu-
lations of safety of work.
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As a result of the breakdown, the R-II mining shaft
hoist in the southern section was out of operation
for 27 days (April 17, 2011, through May 13, 2011).
The hoisting machine was operated during the next
118 days (until September 8, 2011) with limited trav-
el parameters (ca. 54� of the nominal capacity).
From September 8, 2011, until September 16, 2011,
the shaft was replaced with a new one with a different
design.

The breakdown related to the crack of the flange
of the shaft caused the total losses in the extraction of
copper ore estimated (according to the ZG Rudna
data) at 43, 240 skips (1,362,060 Mg). Additionally,
due to the emergency stopping of the R-II S mining
shaft hoist, changes were necessary in the logistics of
deliveries of ore to O/ZWR Rejon Polkowice i Rud-
na. One should remember that the losses would be
significantly higher had the repair of the shaft of the
hoisting machine in the southern section of the R-II
shaft not been successfully provided.

References

[1] Opinion on inspections and assessment of the emergency
repair of the shaft along with statement of the technical pa-
rameters of further operational use of the hoisting machine
4L-5500/2×3600 in the R-II shaft in the southern section
KGHM Polska Miedź S.A. Oddział ZG “Rudna” Drawn up
by the team headed by dr hab. inż. Marian Wójcik, prof. AGH,
Krakow, 11 May 2011.

[2] Inspection results no. 114/11/N/Ł of 17.04.2011. Zespół
Rzeczoznawców Urządzeń Technicznych “Autorytet” Sp. z o.o.,
Polkowice, ul. Kopalniana 1.

[3] Decision of Urząd Górniczy do Badań Kontrolnych Urzą-
dzeń Energomechanicznych, ref. UGB/0232/0001/11/01520/Sz.
2011.

[4] Welding repair guidelines for the crack in the flange of the
main shaft of the hoisting machine in the R-II shaft in
the southern section in O/ZG “Rudna” KGHM Polska
Miedź S.A. Instytut Spawalnictwa, Gliwice 2011.

[5] Description of the technology of heating up for welding of
the machine shaft. Firma LMS s.c. T. Macioła i K. Scheithauer,
Chorzów, ul. Wieniawskiego 18, 2011.

[6] Report from the repair by welding of the crack at the
flange of the main shaft of the hoisting machine in the R-II
shaft in the southern section in O/ZG “Rudna” KGHM Pol-
ska Miedź S.A. along with the Welding Guide W/P/Z/11
and Material Attestations. Warexim Przedsiębiorstwo Wie-
lobranżowe Aleksander Warsz, 44-114 Gliwice, ul. Czaj-
ki 11/38, 2011.

[7] Shaft heating up technology. Firma LMS s.c. T. Macioła
i K. Scheithauer, Chorzów, ul. Wieniawskiego 18, 2011.



Breakdown of hoisting machine in mining shaft hoist installed in southern section of R-II shaft... 25

[8] Inspection results no. 138/11/N/Ł. Ultrasonic tests of the
shaft of the hoisting machine 4L-5500/2×3600 in the R-II
shaft in the southern section. “Autorytet”, Polkowice,
10.05.2011.

[9] Inspection results no. 139/11/N/Ł – Non-destructive inspec-
tions of the shaft of the hoisting machine 4L-5500/2×3600
in the R-II shaft in the southern section. “Autorytet”, Pol-
kowice, 10.05.2011.

[10] Extensometric measurements of stresses in the design of the
drive wheels along with the analysis of results in the hoisting
machines of mining hoist units in the R-II shaft KGHM
Polska Miedź S.A. O/ZG “Rudna”. Katedra Transportu Li-
nowego AGH, Krakow, June 2010.

[11] Inspections and assessment of the drive wheel in the hoisting
machines of the mining hoisting units in the R-II shaft
KGHM Polska Miedź S.A. O/ZG “Rudna”. Katedra Trans-
portu Linowego AGH, Kraków, October 2010.

[12] Documentation with the application for approval of ope-
rational use of the hoisting machine 4L-5500/2×3600
by ABB, the R-II shaft, the southern and northern sec-
tions, KGHM Polska Miedź S.A. Oddział ZG “Rudna”,
no. 3BPC001189D0144, vol. 1 and 2.

TOMASZ ROKITA, Ph.D., Eng.
Department of Rope Transport

Faculty of Mechanical Engineering and Robotics
AGH University of Science and Technology

al. Mickiewicza 30,
30-059 Krakow, Poland

rokitom@agh.edu.pl



<<
  /ASCII85EncodePages false
  /AllowTransparency false
  /AutoPositionEPSFiles true
  /AutoRotatePages /None
  /Binding /Left
  /CalGrayProfile (Gray Gamma 2.2)
  /CalRGBProfile (sRGB IEC61966-2.1)
  /CalCMYKProfile (U.S. Web Coated \050SWOP\051 v2)
  /sRGBProfile (sRGB IEC61966-2.1)
  /CannotEmbedFontPolicy /Error
  /CompatibilityLevel 1.4
  /CompressObjects /Tags
  /CompressPages true
  /ConvertImagesToIndexed true
  /PassThroughJPEGImages true
  /CreateJDFFile false
  /CreateJobTicket false
  /DefaultRenderingIntent /Default
  /DetectBlends true
  /DetectCurves 0.0000
  /ColorConversionStrategy /CMYK
  /DoThumbnails false
  /EmbedAllFonts true
  /EmbedOpenType false
  /ParseICCProfilesInComments true
  /EmbedJobOptions true
  /DSCReportingLevel 0
  /EmitDSCWarnings false
  /EndPage -1
  /ImageMemory 1048576
  /LockDistillerParams false
  /MaxSubsetPct 100
  /Optimize true
  /OPM 1
  /ParseDSCComments true
  /ParseDSCCommentsForDocInfo true
  /PreserveCopyPage true
  /PreserveDICMYKValues true
  /PreserveEPSInfo true
  /PreserveFlatness true
  /PreserveHalftoneInfo false
  /PreserveOPIComments false
  /PreserveOverprintSettings true
  /StartPage 1
  /SubsetFonts true
  /TransferFunctionInfo /Apply
  /UCRandBGInfo /Preserve
  /UsePrologue false
  /ColorSettingsFile ()
  /AlwaysEmbed [ true
  ]
  /NeverEmbed [ true
  ]
  /AntiAliasColorImages false
  /CropColorImages true
  /ColorImageMinResolution 150
  /ColorImageMinResolutionPolicy /OK
  /DownsampleColorImages true
  /ColorImageDownsampleType /Bicubic
  /ColorImageResolution 300
  /ColorImageDepth -1
  /ColorImageMinDownsampleDepth 1
  /ColorImageDownsampleThreshold 1.50000
  /EncodeColorImages true
  /ColorImageFilter /DCTEncode
  /AutoFilterColorImages true
  /ColorImageAutoFilterStrategy /JPEG
  /ColorACSImageDict <<
    /QFactor 0.15
    /HSamples [1 1 1 1] /VSamples [1 1 1 1]
  >>
  /ColorImageDict <<
    /QFactor 0.76
    /HSamples [2 1 1 2] /VSamples [2 1 1 2]
  >>
  /JPEG2000ColorACSImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 15
  >>
  /JPEG2000ColorImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 15
  >>
  /AntiAliasGrayImages false
  /CropGrayImages true
  /GrayImageMinResolution 150
  /GrayImageMinResolutionPolicy /OK
  /DownsampleGrayImages true
  /GrayImageDownsampleType /Bicubic
  /GrayImageResolution 300
  /GrayImageDepth -1
  /GrayImageMinDownsampleDepth 2
  /GrayImageDownsampleThreshold 1.50000
  /EncodeGrayImages true
  /GrayImageFilter /DCTEncode
  /AutoFilterGrayImages true
  /GrayImageAutoFilterStrategy /JPEG
  /GrayACSImageDict <<
    /QFactor 0.15
    /HSamples [1 1 1 1] /VSamples [1 1 1 1]
  >>
  /GrayImageDict <<
    /QFactor 0.76
    /HSamples [2 1 1 2] /VSamples [2 1 1 2]
  >>
  /JPEG2000GrayACSImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 15
  >>
  /JPEG2000GrayImageDict <<
    /TileWidth 256
    /TileHeight 256
    /Quality 15
  >>
  /AntiAliasMonoImages false
  /CropMonoImages true
  /MonoImageMinResolution 1200
  /MonoImageMinResolutionPolicy /OK
  /DownsampleMonoImages true
  /MonoImageDownsampleType /Bicubic
  /MonoImageResolution 1200
  /MonoImageDepth -1
  /MonoImageDownsampleThreshold 1.50000
  /EncodeMonoImages true
  /MonoImageFilter /CCITTFaxEncode
  /MonoImageDict <<
    /K -1
  >>
  /AllowPSXObjects false
  /CheckCompliance [
    /None
  ]
  /PDFX1aCheck false
  /PDFX3Check false
  /PDFXCompliantPDFOnly false
  /PDFXNoTrimBoxError true
  /PDFXTrimBoxToMediaBoxOffset [
    0.00000
    0.00000
    0.00000
    0.00000
  ]
  /PDFXSetBleedBoxToMediaBox true
  /PDFXBleedBoxToTrimBoxOffset [
    0.00000
    0.00000
    0.00000
    0.00000
  ]
  /PDFXOutputIntentProfile (None)
  /PDFXOutputConditionIdentifier ()
  /PDFXOutputCondition ()
  /PDFXRegistryName ()
  /PDFXTrapped /False

  /Description <<
    /CHS <FEFF4f7f75288fd94e9b8bbe5b9a521b5efa7684002000410064006f006200650020005000440046002065876863900275284e8e55464e1a65876863768467e5770b548c62535370300260a853ef4ee54f7f75280020004100630072006f0062006100740020548c002000410064006f00620065002000520065006100640065007200200035002e003000204ee553ca66f49ad87248672c676562535f00521b5efa768400200050004400460020658768633002>
    /CHT <FEFF4f7f752890194e9b8a2d7f6e5efa7acb7684002000410064006f006200650020005000440046002065874ef69069752865bc666e901a554652d965874ef6768467e5770b548c52175370300260a853ef4ee54f7f75280020004100630072006f0062006100740020548c002000410064006f00620065002000520065006100640065007200200035002e003000204ee553ca66f49ad87248672c4f86958b555f5df25efa7acb76840020005000440046002065874ef63002>
    /DAN <>
    /DEU <>
    /ESP <>
    /FRA <>
    /ITA (Utilizzare queste impostazioni per creare documenti Adobe PDF adatti per visualizzare e stampare documenti aziendali in modo affidabile. I documenti PDF creati possono essere aperti con Acrobat e Adobe Reader 5.0 e versioni successive.)
    /JPN <>
    /KOR <FEFFc7740020c124c815c7440020c0acc6a9d558c5ec0020be44c988b2c8c2a40020bb38c11cb97c0020c548c815c801c73cb85c0020bcf4ace00020c778c1c4d558b2940020b3700020ac00c7a50020c801d569d55c002000410064006f0062006500200050004400460020bb38c11cb97c0020c791c131d569b2c8b2e4002e0020c774b807ac8c0020c791c131b41c00200050004400460020bb38c11cb2940020004100630072006f0062006100740020bc0f002000410064006f00620065002000520065006100640065007200200035002e00300020c774c0c1c5d0c11c0020c5f40020c2180020c788c2b5b2c8b2e4002e>
    /NLD (Gebruik deze instellingen om Adobe PDF-documenten te maken waarmee zakelijke documenten betrouwbaar kunnen worden weergegeven en afgedrukt. De gemaakte PDF-documenten kunnen worden geopend met Acrobat en Adobe Reader 5.0 en hoger.)
    /NOR <>
    /PTB <>
    /SUO <>
    /SVE <>
    /ENU (Use these settings to create Adobe PDF documents suitable for reliable viewing and printing of business documents.  Created PDF documents can be opened with Acrobat and Adobe Reader 5.0 and later.)
    /PLK ()
  >>
>> setdistillerparams
<<
  /HWResolution [2400 2400]
  /PageSize [612.000 792.000]
>> setpagedevice


